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以下測試樣品乃供應廠商所提供及確認：
產品敘述:
產品型號:
生產或供應廠商:
原產國:

MATT.RECTANGULAR TRAY
JW5216
台灣美耐皿工業股份有限公司
中國

收件日期: 2008/05/21

測試項目: 與食物接觸之塑膠材質及物品是否符合 2002/72/EC(90/128/EEC)的總遷移物
質測試.

測試方法: 詳細方法描述於 93/8/EEC(82/711/EEC)、97/48/EC(85/572/EEC)及 EN 1186.

測試結果:

模擬使用 總遷移物質
(毫克/每 100 平方公分)

限 值
(毫克/每 100 平方公分)

蒸餾水(70℃, 24 小時) 0.5 10
3%醋酸(70℃, 24 小時) 1.1 10
10%酒精(70℃, 24 小時) 0.6 10
橄欖油(70℃, 24 小時) 6.0 10

樣品敘述: 黑色托盤

結 論: 此樣品測試結果符合 2005/79/EC (90/128/EEC, 2002/72/EC)的總遷移物質測
試規定.

樣品測試日期： 2008/05/22-05/29
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